1. Plastic crowns are applied
- on the posterior teeth
+ on front teeth


2. Positive properties of plastic crowns:
+ simple manufacturing technology
- wear resistance
+ low cost
+ relative aesthetics
- high aesthetics
- color tolerance
3. Materials for temporary fixation
+ repin
- unifas
+ water dentin
- JRC
+ Temp-Bond

4. Materials for permanent fixation
- water dentin
- dentin paste
+ visfat-cement
+ ketak molar
+ adhesive
5. Representatives of zinc phosphate cements:
+ unifas
- JRC
- repin
+ visfat

6. Liquid of glass ionomer cement is:
- water solution of orthophosphoric acid
- distilled water
+ water solution of polyacrylic acid
7. Glass ionomer cement powder contain:
- zinc oxide, magnesium oxide, silicon oxide
+ aluminosilicate
+ fluorosilicate

8. Polycarboxylate cement fluid is:
- water solution of orthophosphoric acid
- distilled water
+ water solution of polyacrylic acid
9. Polycarboxylate cement powder contain:
+ modified zinc oxide
- alumosilicate
- fluorosilicate

10. Phosphate cement fluid is:
+ water solution of orthophosphoric acid
- distilled water
- polyacrylic acid
11. Phosphate cement powder contain:
+ zinc oxide, magnesium oxide, silicon oxide
- alumosilicate
- fluorosilicate

12. The remains of cement on the surface of the teeth and dentures are removed with the help of:
- excavator
+ probe
- tweezers
- trowels
13. Contraindications to prosthetics with pin teeth
  + curvature of the root, inadequate filling of the canal, its small size, deep occurrence of the root under the gum
  + deep bite or deep overlap

14. Stump pin constructions are used
- on single root teeth
- on multiroot teeth
+ on all teeth
15. In the manufacture of pin construction the length of the pin from the length of the root is
- 1/3
- 1/2
+ 2/3

16. Stump pin tabs are made on
+ incisors
+ canines
+ premolars
17. In the manufacture of pin stump tabs you must use wax composition:
- modevax
+ lavax
- byugelny wax

18. With the direct method of manufacturing the stump pin tab, the modeling is done by:
+ doctor
- technician
19. What materials are used for the manufacture of the stump pin tab:
+ CSC
+ gold alloy
- ftoraks
- sildonton

20. Sterilization in the dry heat oven continues
+ at 180o 1 hour
- at 180o 0.5 hours
- at 160 about 2.5 hours
- at 160 o 1 hour
21. IROPZ in Milikevich 0.2-0.3. What design choose?
+ filling
- tab
- crown
- pin tooth

22. What is the thickness of the metal stamped crown
- 0.8-1.0
- 0.3-0.35
+ 0.25-0.3
- 1.2-1.5
23. What impression materials belong to silicones
- gypsum
+ sielast
-stomalgin
- acrodent
- Wanstein mass
+ zeta plus

24. IROPZ according to Milikevich 0.3–0.6 which structure to choose?
- filling
+ inlay
- crown
- pin tooth
25. What is the thickness of the porcelain crown
- 0.3-0.35
- 0.25-0.3
- 0.8-1.0
+ 1.5-2.0

26. What impression materials are alginate?
- gypsum
- sielast, thiodent
+ stomalgin
- orthocorre
+ alligat
27. What type of metal crown with a pin, lined with plastic
- according to Richmond
- according to Kopeikin
+ according to Akhmedov
- by Ilina - Markosyan

28. IROPZ in Milikevich 0.5-0.8. What design choose
- seal
- tab
+ crown
- pin tooth

29. What is the thickness of the solid crown from KHS?
- 0.25-0.3
- 1.0-1.2
+ 0.3-0.5
- 1.2-1.5
30. IROPZ in Milikevich more than 0.8. What treatment method choose
- seal
- tab
- crown
  + pin construction

31. What is the thickness of the metal-ceramic crown
- 0.25-0.3
- 1.0-1.4
- 0.3-0.35
+ 1.2-1.5

32. What is the thickness of the plastic crown
- 1.0-1.2
- 1.2-1.5
+ 0.6-1.0
- 0.25-0.3
33. The manufacture of a complete anatomical crown is shown at:
- IROPZ = 0,2
- IROPZ from 0.3 to 0.6
+ IROPZ 0,6 -0,8
34. Handpieces are sterilized by:
+ autoclave
+ boiling in liquid paraffin
- boiling in distilled water
- in a dry closet

35. What tools are used for initial observation?
+ probe
+ mirror
- putty knife
- ironing machine
36. The physiological types of bite include:
+ biprognathic
- deep
- prognathic
- cross
- opened

37. A two-layer impression is obtained using the masses:
- alginate
- solid crystalline
+ silicone
- thermoplastic
   - hydrocolloid
38. The method of subjective examination of a patient in the clinic of orthopedic dentistry includes:
- Inspection
- Palpation
+ discussion
- X-ray examination
- Study of diagnostic models

39. Anatomical neck of the tooth corresponds to:
+ enamel transition in root cement
- boundary above and subgingival part of the tooth
- the equator of the tooth
- the bottom of the periodontal groove
- the bottom of the pathological periodontal caramna

40. For permanent fixation of fixed prostheses we apply:
- repin
+ cements
- oil dentin
- water dentin
- acrylic plastics
41. For making of working impressions in the manufacture of tabs we use materials:
- solid crystal
- alginate
+ silicone
- zenkoxyeugenolovye

42. For double impressions _____ masses are used:
- solid crystal
+ silicone
- alginate
- thermoplastic
- zenkoxyeugenolovye

43. Alginate mass is used to obtain working impressions in the manufacture of ___ crowns:
- cast
- porcelain
- metal-ceramic
- metal-plastic
+ stamped
44. In the manufacture of metal-ceramic crowns working impression is done by:
- alginate mass
+ silicone mass
- any impression material with gum retraction
- plaster
- thermoplastic mass

45. In the manufacture of solid crown for the working impression we use:
- alginate
+ silicone
- zincoxyeugenol
- thermoplastic
- solid crystal

46. For permanent fixation of fixed prostheses we apply:
- repin
- oil dentin
+ Fuji
- tempbond
- water dentin
47. The plastic crown with respect to the gingival margin should be located:
- Do not reach the gum by 0.5 mm
- Do not reach the gum by 1.0 mm
+ at gum level
- under the gum on 0.5 mm
- under the gum by 1.0 mm

48. Is it possible to use porcelain crowns with the pathological abrasion of teeth?
-not
-possibly
+ possible, but after appropriate preparation
- possible only when I degree
- possible only when I and II degree

49. What class of Black are cavities on the contact surfaces of molars and premolars?
-1
+2
-3
-4
-5

50. What class according to Black are the cavities on the contact surfaces of the front teeth with preservation of the cutting edge and angles
-2
-1
+3
-5
-4
